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CUSTOMER NAME : WENZHOU JIATAI LATEX PRODUCT CO.,LTD 

ADDRESS : GEXIANG PAVILION LANE ,RUIAN CITY ,ZHEJIANG CHINA 

 

Sample Name : Sample of Germanium Latex Mattress And Pillow 

Material and Mark : Natural Latex 

Product specification : 9KG 

Manufacturer : WENZHOU JIATAI LATEX PRODUCT CO.,LTD 

Heat No. : / 

Other Information : Internal exposure index test、 External exposure index test   

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, assumes no 
responsibility to verify the accuracy, adequacy and completeness of the sample information provided by client. 

*********** 

SGS Ref. No. : SHIN1806042240SC 

Date of Receipt  : Jun 20, 2018 

Testing Start Date  : Jun 21, 2018 

Testing End Date : Jun 26, 2018 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to the 
sample(s) tested) 

 
Signed for 

SGS-CSTC Standards Technical  

Services （Shanghai）Co., Ltd. 

 
Meifeng  Fan 

Authorized signatory 
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Summary of Results: 

  Table 1: 

No. Test Item  Test Method Result 

1  
Internal exposure index 

test 
Reference GB6566-2010 See Results 

2  
External exposure 

index test 
Reference GB6566-2010 See Results 

 

Note: Pass : Meet the requirements; 

Fail : Does not meet the requirements; 

/ : Not Apply to the judgment. 
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Lab Environmental Condition: (23±2)℃, (50±5)%RH 

Test Result: 

Table 2 

Test Item Test Result Conclusion 

Internal exposure index 

test 
<0.01 / 

External exposure index 

test 
<0.01 / 

NOTE : 

This sample is non-inorganic nonmetallic building material, subject to consent by the customer, 

reference GB 6566-2010 standard test, the test conditions are in accordance with customer 

requirements, the samples are tested directly without balance treatment, test results are only  for 

reference. 

  

Original Sample Photo: 
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Equipment Information:  

Equipment Model Equipment No. Calibration date calibration cycle 

Low background 

multichannel gamma 

ray spectrometer 

 QUANTUM 

MCA2100R 
ENV-49 2018-4-7 1 year 

 
 
 
 
 
 
 
 
 
 

 

 

 

 

 

 

 

 

 

 

********End******** 

Test by: 艾宏明 Date : 2018.6.27 

Check by: 路和平  Date : 2018.6.27 
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